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Fire & Smoke Test Certificate

Friday, 08™ May 2020
Supplier: Australian Select Timber (61-63 Discovery Road, Dandenong, VIC, 3175, Australia)

OHS & Environmental Care

Sample Description: Bekula Birch Flooring Board
Date Tested: 07 May 2020 (Tested by Laboratories — NATA Accreditation 1356)

Test Method: AS/ISO 9239-1:2003 Reaction to Fire Tests for Floorings. Determination of the
Burning Behaviour using a Radiant Heat Source.

Test Data:

Sustainability

AS/I1SO 9239-1:2003 Bekula Birch Flooring Board
3 Critical Heat Flux/Critical Radiant Flux* 4.8 KW/m?
5
rfu HF-30 Value* - kW/m?
5
[ Smoke Value* 34 %.min
<
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S Penetration of flame through to substrate Yes
©
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3 Blistering Yes
o
g
E *Three test average value
©
<

Dr. Vyt Garnys Tuan Duong
PhD, BSc(Hons) AIMM, ARACI, ISIAQ B. Eng. (Chemical)
ACA, AIRAH, FMA Consultant

Managing Director and Principal Consultant

V2002025

Technology & Innovation

CETEC Pty Ltd ABN: 44 006 873 687 cetec.com.au | CETEC Foray Ltd Company No.:10251530
Melbourne | Sydney | Brisbane | Perth | London



http://www.cetec.com.au/

